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Sampling Procedure where relevant

Tested By

Ratul Bezbaruah
SA(Chemical)

0066/NTH(ER)/CH(S)/20/06/2014

Zandu Balm

Sample received in PET/Plastic bottles marked Zandu balm,
Batch No. AK 0311

NIL
13/06/2014
From: 20/06/2014 To: 23/06/2014

As per standard method using AAS & GCMS

NA
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Dr. Uttam Kumar Pandit Dr. Alpana Biswas

SO Chemical Scientist-SD{Chemical)
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Sl. No. Test Name Test Result Limit
1 Sample in 0.012
Plastic/PET bottle as
received

[{(a)Antimony, mg/L

2 Sample in 0.008
Plastic/PET bottle as
received ,(b) Lead,
ma/L

3 Sample in 0.011
Plastic/PET bottle as
received ,(c)
Cadmium, mg/L

4 Sample in 0.011
Plastic/PET bottle as
received ,(d)
Chromium, mg/L

5 Sample in 0.011
Plastic/PET bottle as
received ,(e) DEHP,

mg/L
Tested By Checked By Approved By
([B“g,,_‘w-»/i__ | \ b A Br'orsan
Ratul Bezbaruah Dr. Uttam Kumar Pandit Dr. Alpana Biswas

SA(Chemical) SO Chemical Scientist-SD(Chemical)
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Sl. No. Test Name Test Result Limit

6 Sample in 0.026
Plastic/PET bottle
keeping at 40 deg C
for 10 days
J(a)Antimony, mg/L

7 Sample in 0.018
Plastic/PET bottle
keeping at 40 deg C
for 10 days ,(b)
Lead, mg/L

8 Sample in 0.020
Plastic/PET bottle
keeping at 40 deg C
for 10 days ,(c)
Cadmium, mg/L

9 Sample in 0.019
Plastic/PET bottle
keeping at 40 deg C
for 10 days ,(d)
Chromium, mg/L

10 Sample in 0.015
Plastic/PET bottle
keeping at 40 deg C
for 10 days ,(e)
DEHP, mg/L

Tested By Checked By Approved By

(W ecd U\P%ck.'\’ A 7253569
Ratul Bezbaruah Dr. Uttam Kumar Pandit Dr. Alpana Biswas
SA(Chemical) SO Chemical Scientist-SD(Chemical)
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Sl. No. Test Name Test Result Limit
11 Sample in 0.037

Plastic/PET bottle
keeping at 60 deg C
for 10 days
,(a)Antimony, mg/L

12 Sample in 0.026
Plastic/PET bottle
keeping at 60 deg C
for 10 days ,(b)
Lead, mg/L

13 Sample in 0.027
Plastic/PET bottle
keeping at 60 deg C
for 10 days ,(c)
Cadmium, mg/L

14 Sample in 0.027
Plastic/PET bottle
keeping at 60 deg C
for 10 days ,(d)
Chromium, mg/L

15 Sample in 0.036
Plastic/PET bottle
keeping at 60 deg C
for 10 days ,(e)

DEHP, mg/L
Tested By Checked By Approved By
(EL’(‘_‘L_A /Q—J_/‘ Ckﬁ\f /fj WA S -
Ratul Bezbaruah Dr. Uttam Kumar Pandit Dr. Alpana Biswas

SA(Chemical) S0 Chemical Scientist-SD(Chemical)
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ferorft NIL
MNate
Eokzb
Remarks NIL
Tested By Checked By Approved By
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Ratul Bezbaruah Dr. Uttam Kumar Pandit Dr..Alpana Biswas

SA(Chemical) SO Chemical Scientist-SD(Chemical)




